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Edward H. Liebscher
Probation Department
San Luis Obispo Counfv
1050 Monterey Street
San Luis Obispo, CA 93408

R'E: Asbesfos Buitding lnspection - 1û65 Kansas.A.venue, San X,¡¡is ûbispo, California

This report presents the findings of V/est Coast Safetv Consuhants inspection f'or asbestos
containing materials at a relocatable building located at 1065 Kansas À,r"nu*, San Luis Obispo,
California on March 13, 2012. All accessible areas r,vere visually inspected and samples of
suspect materials were collectecl and analyzed.

Three samples were submitted to Forensic Analytical Services, Inc., an EpA accredited
laboratory for analytical testing. The saraples lver€ analyzed for the pïesence of asbestos by
Polarized Light Microscopy (PLM) with dispersion staining in accor:àance with the EpA Method
600iR-93- I 1 6, Visual Area Esrimarion.

No asbestos v/as detecred in any of the sarnples collected from the floor tile in the restroom and
the drop-in ceiling panels located tlloughout the buildi¡:rg. Please note the attached laboratory
results.

Tiie findings and conclusions rendered ín this reporf are opinions based on the scope of work
authorized by the client and laboratory analysis of building material samples collected dgring this
inspection- This report does not reflect variations which may erist benveeì sarnpling points. These
variations can not be anticipated, not could they be entirely accounted for, in ipite ãf exhaustiye
additional testing. Oul work has been perfomled in accordance with generally acceptedpractices
in the field of asbestos consultation. No other rvarrant¡r, either expresied or implieúis mãde.
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Enclosed with this report are copies of my credentials ¿urd a laboratory repofi from Forensic
Analytical Services. We appreciate this opportunify to be of service. Should you have any questions
ùr cornments regarding this report, please contact this office at )¡orll-convenience.

West Coast Safety Consultants,

Ji-*J'.t-A
Å4,J14Éi1

Michael Mc Guire. CSP
Cerlifi ed Asbestos Consulrant (#92-0534)
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Forensic Analyrical Lahoratories trìinal Repofi

Butrk Asbestos,{nalysis
{Ë.PA Methoci {i00ilì.93 - I I {i. \¡ isual .\'ea Estima tion )

\\¡erst f. oasi Sa1èty Cìonsirliants
\.fichael McGuire

458 I \V¡lvern.ee
San Luis Ohispo, C.,\ 93405

Clicnt II): 5-l lB
tr{eport l{urntrer: 81 6 1 044
Ilate Rccelved; tì_ìi l5jl?
ilate¡{.nalyzed: A3i16l12
.Date F¡'lnted: 03116112

First R.epurtecl: 0-i/l{r,jl?

"Ër¡b 
llì/Sife: Juvenile Scrvices,

Ðafe(s) collecreel: Ü3113i20i2

106-5l(ansas, San Lr¡is O{:ispo. SI-O County FåLl .trotr lå-Ì: 5318

T'ofal Sanrplcs Submitted: -a

Total Saniples ..\nalyzed: 3

Sample.lD
Asbestos

Lab N'rimber ?ype
Asbestos Percent in ,\sbestos Pelcelrt rn

Tlpe Layer- T:'pe Lal's¡
Percent ilr

Layer'

Ë,tr--01

Layer: Beige Tile
Larcr:: Yeliow Vlastic

Cellulose (Tlace)

EL-CIz
l.avcr: ISeige Tile
I-a-r.'er: Y-ell <lw 1,.l asti c

'fotal Composite \¿alues of Fibrous Components
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]\D

Asbcstos {&Ð}

NÍ}
Nt]

,dshestes (ltÐ)

¡{Ð
¡iþ

.å.sbestos (l,lÐ)

I I 23?759

I t232160

Total Composii:e \¡irlLles of Fibrous C)ornponents:

Celluiose {.Trace}

ÐL-03 I 123276i
l-a-ver : Bei ge Fibrous tr4¿rter-ial

La-ver: Paini

Total (ixnposite Vahres c¡f Fibrous Cornponatis

{lelluicse {35 'rrá) Filrrc¡us (ilass 1,{5 9'ó)
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Ta ci Throrvel', La bolal ory Slrpervisor. I{a1.r.-a rd Labor at or-v

Nore: l-.ilnit of QLrantitication ('LOQ'): 191o. 'Traqe' denotes the presence of asbestos below the LOQ. 'ND' : 'None Detecte<1'.

ecsiveci in acccrntairlc cor:<!iîion unictis r.¡the¡r¡ise nclt:ci.
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